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— N° 0225/DEU/CPD/06 Data:27/10/2006
Date:
Tested element: SGG PLANILUX 6 (12) SGG PLANILUX 10
Sample surface area 1,9 m? 60
Volume of receiving room 86 m’
Volume of source room 98 m®
FREQ. R S0 /
Hz dB /
100 26,8 & 40 e Nt M S ,/
- B Py
125 30,1 z_ R /
160 26,5 x 1 /
200 23,1 T RV
250 28,0 E 30 . <
315 29,9 g .
-
400 32,0 '?_, \ /
500 33,8 T .
630 37,6 3 ’
800 405 & 20797
1000 40,6
1250 39,1
1600 38,3
2000 38,8 10
2500 39,2
3150 425
4000 476
5000 482 0
100 200 400 800 1600 3150
Frequency (Hz)
Tested element « = = =[S0 717-1

Mod. 37/2-Rev. 6




