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Gerlificazione o Testin
S=——— N°  0007/DC/ACU/10 rev.1 Data: 03/02/2010
Date:
Tested element: SGG CLIMATOP 22-1SI (12 Ar) 4 (12 Ar) 6
Specimen surface S= 1,88m*
Receiving room volume V= 8m’ 60
Source room volume 98m* /
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Rating according to ISO 717-1 (in the band 100 +3150 Hz) based on laboratory measurements:




